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The specification of rollingelement bearings has progressed significantly beyond the selection of 
ball or roller bearings from a manufacturer’s catalog. Applications are becoming more commonplace 
where novel materials, unique lubrication techniques, and sophisticated computer analysis are 
required to satisfy difficult environmental and operating conditions. Primary motivation for 
advancements in the state of technology of rollingelement bearings has come from aerospace 
requirements. In particular, the aircraft gas-turbine engine has provided the impetus and driving 
force for quantum leaps in ball and roller bearing technology. 

Dramatic improvements in high-speed capabilities of ball and roller bearings can be directly 
attributed to the under-race lubrication technique first described by Brown (ref. 1) in 1970. Its use for 
mainshaft bearing lubrication of present turbojet engines is commonplace. The successful 
application of this technique to tapered-roller bearings will encourage their use in higher speed 
applications. 

Improvements in rolling-element fatigue life have been particularly dramatic with AIS1 M-50, 
which has evolved to a premium quality steel, incorporating improved processing, melting, and heat- 
treating techniques (ref. 2). This premium quality steel is now specified by major turbojet engine 
manufacturers for critical main shaft bearing applications. 

The evolution of computerized rollingelement bearing analysis has significantly improved the 
reliability of design calculations, particularly for high-speed applications. The predictions of rolling- 
element bearing performance now can include thermal effects, ball or roller dynamics, time transient 
effects, and variations in lubricant modelling (ref. 3). 

These advancements, among others, signify the progress in rollingelement-bearing technology 
resulting from efforts to meet advancing aerospace requirements. It is the purpose of this review 
paper to identify the present technology of rollingelement bearings, the barriers and limits which 
currently exist, and some of the future requirements that will demand further advancements. 

High-speed Bearing Lubrication 
During the mid-l960’s, as speeds of the main shaft of turbojet engines were pushed upwards, a 

more effective and efficient means of lubricating rolling-element bearings was developed. 
Conventional jet lubrication failed to adequately cool and lubricate the inner-race contact as the 
lubricant was thrown centrifically outward. Increased flow rates only added to heat generation from 
churning the oil. Brown (ref. 1) described an “under-race oiling system” used in a turbofan engine 
for both ball and cylindrical roller bearings. Figure 1 (from ref. 1) shows the technique used to direct 
the lubricant under and centrifically out through holes in the inner race to cool and lubricate the 
bearing. Some lubricant may pass completely through under the bearing for cooling only (fig. l(a)). 
Although not shown in figure 1, some radial holes may be used to supply lubricant to the cage riding 
lands. 

This lubricating technique has been thoroughly tested for large-bore ball and roller bearings up 
to 3 million DN. (DN is a speed parameter equal to the bore of the bearing in millimeters multiplied 
by the speed in rpm.) Results of these tests have been published by Holmes (ref. 4) with 125-mm 
(4.9212-in.) bore ball bearings, Signer, et al. (ref. 5 ) ,  with 120-mm (4.7244-in.) bore ball bearings, 
Brown, et al. (ref. 6), with 124-mm (4.8819-in.) bore cylindrical roller bearings, and Schuller (ref. 7) 
with 118-mm (4.6457-in.) bore cylindrical roller bearings. An example of the effectiveness of under- 
race lubrication and cooling is shown in figure 2 from reference 8. Under-race lubricated ball 
bearings ran significantly cooler than identical bearings run with jet lubrication. Beyond 16 700 rpm 
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Figure 1. - Under-race oiling system for  main shaft bearings on turbofan 
engine. (From ref. 1. ) 
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Figure 2 .  - Effectiveness o f  under-race lubrication with 120-mm-bore a n g u l a r -  
contact b a l l  bearings. 3il-in temperature, 394 K (250' F).(From ref. 8.) 
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(2 million DN) the bearing temperature with under-race lubrication increased only nominally, while 
that with jet lubrication increased at an accelerated rate. Only at reduced load could the jet lubricated 
bearings be run at 2.5 million DN. Under-race lubrication was successfully used under a variety of 
load conditions up to 3 million DN (refs. 5 and 8). 

Applying under-race lubrication to small (<40 mm) bore bearings is more difficult because of 
limited space available for grooves and radial holes and for the means to get the lubricant under the 
race. For a given DN value centrifugal effects are more severe with small bearings since centrifugal 
forces vary with DN2. Heat generated per unit of surface area is also much higher, and heat removal 
is more difficult in smaller bearings. 

Although operation up to 3 million DN can be successfully achieved with small-bore bearings 
with jet lubrication, some advantages may be attained if under-race lubrication can be used. Schuller 
(ref. 9) has shown significantly cooler inner-race temperatures with 35-mm (1.3780-in.) bore ball 
bearings with under-race lubrication. As shown in figure 3 (taken from ref. 9) the effect is greater at 
higher speeds up to 72 OOO rpm (2.5 million DN). 

Tapered roller bearings have been restricted to lower speed applications than ball and cylindrical 
roller bearings. The speed of tapered-roller bearings is limited to that which results in a DN value of 
approximately 0.5 million DN (a cone-rib tangential velocity of approximately 36 mhec (7000 
ft/min)), unless special attention is given to lubricating and designing this cone-ribhollerend 
contact. At higher speeds centrifugal effects starve this critical contact of lubricant. 

In the late 1960's the technique of under-race lubrication, that is, lubrication and cooling of the 
critical cone-ribholler-end contact, was applied to tapered-roller bearings. As described in refer- 
ence 10, 88.9-mm (3.5-in.) bore tapered-roller bearings were run under combined radial and thrust 
loads to 1.42 million DN with cone-rib lubrication (the term used to denote under-race lubrication in 
tapered-roller bearings). 

A comparison of cone-rib lubrication and jet lubrication was reported in reference 11 for 
120.65-mm (4.75-in.) bore tapered-roller bearings under combined radial and thrust loads. These 
bearings were of standard catalog design except for the large end of the roller, which was made 
spherical for a more favorable contact with the cone-rib. Those bearings that used cone-rib 
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Figure 3. - Effect of under-race lubrication with 35-mm-bore angular-contact 
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lubrication also had holes drilled through from a manifold in the cone bore to the undercut at the 
large end of the cone (fig. 4). The results of reference 11 show very significant advantage of cone-rib 
lubrication as seen in figure 5 .  At 15 000 rpm (1.8 million DN) the bearing with cone-rib lubrication 
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had a cone-face temperature 34 K (62" F) lower than one with jet lubrication. Furthermore, reference 
11 shows that the tapered-roller bearing would operate with cone-rib lubrication at 15 OOO rpm with 
less than half the flow rate required for jet lubrication at that speed. 

Further work has shown successful operation with large-bore tapered-roller bearings at even 
higher speeds. Orvos (ref. 12) reported on long-term operation of 107.95-mm (4.25-in.) bore tapered- 
roller bearings under pure thrust load to 3 million DN with a combination of cone-rib lubrication and 
jet lubrication. Optimized design 120.65-mm (4.75-in.) bore tapered-roller bearings were run under 
combined radial and thrust load with under-race lubrication to both large end (cone-rib) and small 
end to speeds up to 2.4 million DN (ref. 13). 

Under-race lubrication has been shown to very successfully reduce inner-race temperatures. 
However, at the same time, outer-race temperatures either remain high (ref. 11) or are higher than 
those with jet lubrication (fig. 3 (from ref. 9)). Outer-race cooling can be used to reduce the outer- 
race temperature to levels at or near the inner-race temperature. This would further add to the speed 
capability of under-race lubricated bearings and avoid large differentials in bearing temperature that 
could cause excessive internal clearance. 

The effect of outer-race cooling (or cup cooling in the case of tapered-roller bearings (fig. 4)) is 
shown in table I (from ref. 13). The cup outer-surface temperature is decreased to the cone bore 
temperature with cup cooling. With the 35-mm (1.3780-in.) bore ball bearings of reference 9, outer- 
race cooling significantly decreased outer-race temperatures as shown in figure 6. 
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Under-race lubrication has been well developed for larger bore bearings and is currently being 
used with many aircraft turbineengine mainshaft bearings. Because of the added difficulty of 
applying it, the use of under-race lubrication with small-bore bearings has been minimal, but the 
benefits have been demonstrated. It appears that the application of tapered roller bearings at higher 
speeds using cone-rib lubrication is imminent, but the experience to date has been primarily in 
laboratory test rigs. 

The use of under-race lubrication in all the previous work referenced includes the use of holes 
through the rotating inner race. It must be recognized that these holes weaken the inner-race structure 
and could contribute to the possibility of inner-race fracture at extremely high speeds. This subject of 
fracture of inner races is discussed in a later section of this paper. It is apparent, however, that the 
fracture problem in the inner races exists even without the lubrication holes. 

Rolling-Element Fatigue Life 
The life of a rolling-element bearing is, for design purposes, generally considered the life to 

fatigue spalling of the raceways or rolling elements. The assumption is made that the bearing is 
properly maintained, not abused, and properly lubricated with oil or grease. The life, in stress cycles, 
to fatigue spalling is heavily dependent on the load on the bearing, the quality of the material, the size 
of the bearing, and, to a lesser extent, the lubricant. 

Major advances have been made in the past two decades in the quality of bearing materials. 
Improved quality includes improved processing and cleanliness and greater control on material 
chemistry and heat treatment. In particular, AISI M-50, the bearing material used almost exclusively 
by aircraft gas-turbine-engine manufacturers in the United States, has seen development that has 
resulted in significant life improvements (ref. 2). The largest improvements are related to improved 
vacuum melting techniques. Specifically, the vacuum arc remelting (VAR) processing technique 
(ref. 2) produces a very homogeneous material with reduced nonmetallic inclusions, entrapped gases, 
and trace elements. 

This process, when used in combination with the vacuum induction melting process (VIM), 
produces an outstandingly clean material (VIM-VAR). VIM-VAR AISI M-50 is currently being 
specified for virtually all main shaft bearings by major U.S. aircraft turbine engine manufacturers. 

An example of the exceptionally long fatigue life that can be attained with VIM-VAR AISI 
M-50 is presented in reference 14. A group of 120-mm-bore, angularcontact ball bearings was 
endurance tested at 3 million DN and a thrust load of 22 200-N (5000 lb). The IO-percent fatigue life 
obtained was over 100 times the predicted AFBMA life. This long life includes lubrication effects, 
which are beneficial to life at these high speeds, so that the improvement attributed to VIM-VAR 
AISI M-50 was a factor of 44 (ref. 14). 

AISI M-50 is a through-hardened material, heat treated such that the hardness is uniform 
throughout the section of a bearing component. Surface-hardened materials are frequently used for 
rolling-element bearings, primarily in the railroad and automotive industries. Most common are the 
carburized materials such as AISI 9310, 8620, and 4320 which are typically heat treated with hard 
cases of Rockwell C 58 to 62 and soft, tough cores of Rockwell C 20 to 48, depending on section size. 

These common carburized materials have not seen widespread use in bearings in the aerospace 
industry, primarily because of their relatively low operating temperature capability of about 422 K 
(300" F) (ref. 15). Several carburized steels have been developed for higher temperature use, 
primarily though the addition of alloying elements such as Cr and Mo. CBS-600, CBS-l000M, and 
Vasco X-2 are carburized steels with continuous service capabilities of 505 K (450" F), 589 K 
(600" F), and 644 K (700" F), respectively. The hardness retention of these steels compared with the 
common carburized steels and through hardened materials is shown in figure 7 (ref. 16). 

While some prototype bearings have been made with these materials, in particular, tapered- 
roller bearings of VAR CBS-1000M (refs. 12, 13, and 17), bearing fatigue life data are scarce. 
Accelerated rollingelement fatigue data and gear fatigue data (refs. 18 to 20) indicate that the 
rolling-element fatigue lives of these advanced carburized steels are comparable with the standard 
lower temperature carburized steels and with VAR AISI M-50 through-hardened steel. Life data 
from accelerated tests in the rolling-contact fatigue tester (ref. 18) are shown in figure 8. These 
advanced carburized steels show good life potential in these accelerated tests, but full-scale bearing I 
life test data are scarce. It is apparent that more development is needed before they see widespread 
use in critical aircraft bearing applications. 
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Computerized Analysis 
Rolling-element bearing life and performance predictions have been greatly enhanced by the use 

of some of the newer computer codes now available to design engineers. The ability to closely 
simulate the performance of a rolling-element bearing also aids in failure analysis of systems where 
the bearing or external conditions imposed on the bearing are suspect. 

Computer analysis has progressed from the early elastic solutions of ball-bearing load 
distributions considering inertial and centrifugal effects (ref. 21) to a more generalized theory 
including lubrication and traction effects (ref. 22) and to current programs such as Shaberth (ref. 23) 
and Cybean (ref. 24), which include thermal analysis and calculation of temperature distributions in 
the bearing. These latter programs give essentially steady-state solutions (considered quasidynamic) 
and are useful for the majority of high-speed rolling-element bearing applications. 

Computer programs of a fully dynamic nature have also been developed (refs. 25 to 29) in which 
time transient motions and forces of the rollers or balls and the cage are determined. Computing time 
with a dynamic program such as that described in reference 27 can become excessive (ref. 30). A 
direct comparison of a quasidynamic program (ref. 23) and a fully dynamic program (ref. 26) was 
described in reference 30. The “quasi-dynamic” program is more practical as a bearing design tool 
where fatigue life, torque, and heat generation are of primary interest. The dynamic program, 
although consuming large amounts of computer time, appears to be valuable as a diagnostic tool, 
especially where cage motions are of interest. Shaberth and Cybean, both quasidynamic computer 
programs, are discussed in more detail in references 3, 31, and 32. 

The new computer codes can generate a great amount of output data describing bearing 
performance at given input conditions. Output data such as load distributions, Hertzian stresses, 
operating contact angle or skew angle, component speeds, heat generation, local component 
temperatures, bearing fatigue life, and power loss are typical. But, how well does this output predict 
actual conditions within an operating bearing? Only a few attempts have been made to compare 
predicted performance with experimental data. A major problem has been that of obtaining 
appropriate experimental data with enough detail and accuracy to make a correlation meaningful. 
Currently, the analyses compute operational characteristics such as component temperatures and 
roller skew angles which have not yet been experimentally verified. 
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A comparison of calculated and experimental performance of high-speed ball bearings is 
presented in reference 33. The analysis provided a good prediction of temperatures and power losses 
in jet-lubricated 120-mm-bore angular-contact ball bearings (fig. 9). In this work the critical 
assumptions were the form of the lubricant traction model and the lubricant volume percent (the 
assumed volume percent of the bearing cavity occupied by the lubricant). 
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Figure 9.  - Comparison of calculated and experimental ball-bearing tempera- 
tu res  and power loss  as functions of shaf t  speed using Shaberth computer 
program. 
(2.2 gal/min); lubricant volume, 2 percent. (From r e f .  3 3 . )  

Thrust load, 6672 N (1500 lb) ;  lubricant flow r a t e ,  8300 cd/rnin 

Reference 34 presents a good correlation of predicted and experimental data for 118-mm-bore 
cylindrical roller bearings at speeds up to 3.0 million DN. Figure 10 shows the good correlation for 
race temperatures and heat transferred to oil at various flow rates. This work also shows the 
importance of knowing the operating diametral clearance that exists when mounting fits, 
temperatures, and rotational speed are considered. 

Another correlation of predicted and experimental data for cylindrical roller bearings is shown 
in reference 35. Experiments were performed with 124.3-mm-bore bearings at speeds up to 3 million 
DN, and the results were compared with analysis using the computer program described in refer- 
ence 6. Predictions of both heat rejection to the oil and outer-race temperature were within 10 percent 
of the experimental values. 

The work reported in references 33 and 34 emphasizes the importance of selecting an 
appropriate volume percent of lubricant in the bearing cavity, since heat generation and bearing 
temperatures are dependent on this factor. Further work needs to be done to show how lubricant 
volume percent varies with bearing type and design, lubrication method, lubricant flow rate, and 
shaft speed. Despite the limitations, these computer programs have proven to be valuable tools in the 
development of rolling-element bearings for specific difficult applications. 

Required Technology Advancements 
One of the major forces pushing the technology of rollingelement bearings is higher shaft 

speeds and higher DN. This stems mainly from the aircraft turbine engine manufacturers who desire 
higher performance and efficiency from their engines with shaft speeds approaching 3 million DN 
(fig. 11 (ref. 2)). As previously discussed, operation of ball and cylindrical roller bearings up to this 
speed has been successfully accomplished in laboratory tests with proper regard for lubrication and 
cooling techniques. However, the high speeds bring on other problems for which solutions are not yet 
in hand but which, in most cases, are currently being studied. Several of the problem areas are 
discussed in the following paragraphs. 
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Rolling-Element Fatigue Life 

As bearing speeds increase, bearing fatigue life decreases as shown in figure 12. This decrease is 
due to the increased rate of stress-cycle accumulation and centrifugal effects on the rolling elements. 
Therefore, to maintain an acceptable removal and/or overhaul time, increased rollingelement 
fatigue life in stress cycles or revolutions must be attained. This primarily applies to the thrust ball 
bearing on the high-speed shaft of a multishaft turbine engine where loads cannot be easily reduced 
and, in fact, may even be increased in the newer engines with higher thrust-to-weight ratios. Even 
though premium quality AIS1 M-50 material has shown great increases in rollingelement fatigue 
life, further life increases are needed. Modifications of the current alloys or the development of new 
materials along with improved processing and heat treatment is required to provide the desired 
fatigue life improvements. 

Improved Fracture Toughness 

It has been shown in references 14, 17, and 36, and discussed in some detail in reference 2, that 
bearing races made of through-hardened materials are susceptible to catastrophic fracture when 
exposed to the high tensile hoop stress often present in high-speed ball and rolling bearing inner 
races. To prevent this mode of failure, materials with improved fracture toughness must be used 
when bearing speeds exceed about 2.4 million DN (ref. 2). Case-hardened materials have fracture 
toughness values (ref, 15) high enough that they should prevent the fracture mode of failure. Further 
work is needed to assure that a case-hardened material can be developed that will also provide the 
required case hardness (Rockwell C 60 to 64), high-temperature hardness (up to 589 K (600" F) for 
main shaft engine application), and rolling-element fatigue life. Currently, programs sponsored by 
the DOD and the NASA are pursuing improved fracture toughness materials. 
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Survivability 

Of major concern in aircraft engine and transmission systems is the prevention of catastrophic 
failure in the unfortunate event of loss of lubricating oil. A typical requirement is 30 minutes of 
continued normal operation of a helicopter engine and transmission after loss of lubricating oil 
supply (ref. 37). This requirement was set primarily for military operations, but it is also applicable to 
civilian use, such as for off-shore drilling operations. Another military requirement for turbine 
engines is a capability of continued operation after a I-minute interruption in the lubricant supply to 
the bearings. 

These requirements are increasingly more difficult to meet as bearing speeds increase above 
2 million DN for ball and cylindrical roller bearings. For tapered-roller bearings at speeds where 
lubrication through the cone to the cone-rib-roller-end contact is required (above about 1 million 
DN), lubricant interruption causes almost immediate bearing failure. Before tapered-roller bearings 
can be safely used in high-speed positions in engines or transmissions, a solution to this limitation 
must be found. Similar limits are applicable to a thrustcarrying cylindrical roller bearing (ref. 38), 
which also has critical roller-end-rib contacts. Solutions to the survivability problem may take the 
form of design modifications, supplementary lubrication systems, reduced-friction coatings or 
materials, or a combination of these. 

Corrosion Resistance 

The problem of corrosion is, of course, not unique to high-speed bearings as are the previous 
areas. The problem is most severe in systems with long periods of nonuse. A summary of causes for 
bearing rejection at a U.S. Navy facility (ref. 39) shows that corrosion accounts for nearly one-third 
of the bearing rejections from their aircraft systems, including drivelines, wheels, and accessories. 
Air Force experience (ref. 40) confirms that corrosion is a major cause of rejection at overhaul of 
aircraft turbine engine bearings. 

The corrosion problem is being attacked on three major fronts: corrosion-resistant materials, 
corrosion-resistant coatings or surface modifications, and corrosion-inhibited lubricants. Materials 
such as AISI 440C and AMS 5749 are called corrosion resistant or stainless steels, but under some 
severe conditions in aircraft bearings, they will corrode. They are, however, more corrosion resistant 
than the common aircraft bearing materials such as AISI M-50, AISI 52100, and the commonly used 
casecarburized materials. Ceramics such as silicon nitride are truly corrosion resistant in the aircraft 
environment. Although this material is not yet well developed for widespread aircraft application, it 
could be applied in some specific cases. 

Chromium-ion implantation has shown significant improvement in the corrosion resistance of 
AISI M-50 (ref. 41). Other surface modifications or coatings may also provide similar benefits but 
more work is needed in this area. It is probable that a combination of approaches, such as the use of 
silicon nitride balls or rollers and coated raceways may be a viable solution for some applications that 
require long periods of nonuse. 

Currently, the lubricant provides some measure of corrosion protection in aircraft bearings 
simply by keeping the components coated and moisture free. Corrosion inhibiting additives for the 
commonly used MIL-L-23699 lubricant have shown promise in laboratory tests (ref. 42), and 
confirmation of the degree of improved corrosion resistance in actual aircraft systems is under way. 

Concluding Remarks 
This paper has reviewed the present state of technology of rollingelement bearings. The most 

recent advancements related to aircraft engine and transmission systems were emphasized, since it is 
within this area that major improvements have been realized. Improvements in the speed capabilities 
of large-bore ball and cylindrical and tapered-roller bearings have been realized with through-the- 
race lubrication. Spherical-roller bearings and small-bore ( < 40-mm) ball and cylindrical roller 
bearings have seen much less development for higher speeds, but efforts are currently under way. 

Premium quality AISI M-50 steel has shown greatly improved rollingelement fatigue life over 
the previously used materials. However, further improvements as well as in fracture toughness and 
corrosion resistance are needed. 
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Life and performance predictions of rolling-element bearings are now much better because of 
the use of recently developed computer programs. The programs are valuable in designing for new, 
difficult applications and in diagnosing operating systems in which problems or failures have 
occurred. Further improvements in the analysis are needed, particularly in the definition of the 
lubricant-air mixture in an operating bearing and in the efficiency of fully dynamic programs which 
now consume large amounts of computer time. 
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